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Kamanries // Diagnostics, Resource and Mechanics of Materials and Structures. — 2023. — Ne 1.
~C. 24-40. - DOI 10.17804/2410-9908.2023.1.024-040.
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12% Cr — 0.8% Mo — 0.9% V / V. P. Shveikin, V. P. Kuznetsov, 1. S. Kamantsev // Metal
Science and Heat Treatment. — 2022. — Vol. 64, No. 7-8. — P. 441-445. — DOI 10.1007/s11041-
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and Mechanics of Materials and Structures. —2022. — Ne 1. — C. 25-37. — DOI 10.17804/2410-
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Estimation of cyclic fracture toughness of promising 26KhMFA pipe steel in the interval of
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Proceedings, Tomsk, 06—10 cents6ps 2021 rona. — Tomsk, 2022. —P. 020097.-DOI
10.1063/5.0084820.
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Kamantsev, L. Failure features of laminated materials under static and cyclic loading / .
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Sevastopol: Institute of Physics Publishing, 2020. — P. 033107. — DOI 10.1088/1757-
899X/709/3/033107.

Simulation of testing an incised multilayer metal composite sample / D. I. Kryuchkov, A. G.
Zalazinsky, I. S. Kamantsev, I. M. Berezin // AIP Conference Proceedings: 14th International
Conference on Mechanics, Resource and Diagnostics of Materials and Structures, MRDMS
2020, Ekaterinburg, 09—13 Hos6ps 2020 roaa. Vol. 2315. — Ekaterinburg: American Institute
of Physics Inc., 2020. — P. 020025. — DOI 10.1063/5.0036702.

To the estimation of welded joint fatigue fracture / Y. N. Saraev, M. V. Perovskaya, V. M.
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040031.—-DOI 10.1063/5.0037091.

Kuznetsov, A. Experimental and numerical determination of the barrier layer effect in the
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cents6ps 2019 roza. Vol. 709, 3, Issue 2. — Sevastopol: Institute of Physics Publishing, 2020.
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Application of optical methods in tests of new materials with gradient structure /LS.
Kamantsev, N. A. Drukarenko, A. V. Kuznetsov // IOP Conference Series: Materials Science
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Kamanues, . C. OuH U3 10/IX0/10B K 9KCMEPUMEHTAIbHOM OLIEHKE KHHETHKH pOCcTa
TpeuuHel B cnoucThix matepuanax / M. C. Kamanues, A. B. Kysueuos, H. A. Jlpykapenko //
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Assessing Fatigue Damage in Organic Glass Using Optical Methods / A. P. Vladimirov, I. S.
Kamantsev, N. A. Drukarenko // Optics and Spectroscopy. —2019. — Vol. 127, No. 5. - P.
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. Effect of Steplike Plastic Deformation on the Mechanical Properties and the Fracture of the

Bimetal Produced by Exposition Welding / I. A. Veretennikova, D. A. Konovalov, S. V.
Smirnov [et al.] // Russian Metallurgy (Metally). — 2019. — Vol. 2019, No. 5. — P. 556-564. —
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Nucleation and initiation of cracks under high-cycle fatigue in the EP679 maraging steel / A.
P. Vladimirov, 1. S. Kamantsev, N. A. Drukarenko [et al.] // AIP Conference Proceedings:
Proceedings of the 13th International Conference on Mechanics, Resource and Diagnostics of
Materials and Structures, Ekaterinburg, Russia, 09—13 nexabps 2019 roaa / Editors: Eduard S.
Gorkunov, Victor E. Panin, Sunder Ramasubbu. Vol. 2176. — Ekaterinburg, Russia: American
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