s TONBbATTUHCKUA
I | // rocygapcTBeHHbIN 634055, r. Tomck, mpocrl.
yHueepcurer Axanemuyeckuii, 2/4, UHCTHTYT
MHUHOBPHAYKH POCCUU (bHU3UKY IPOYHOCTH U
cpeﬂepanbﬂoe rocynapcTBeHHOE GPO,EIM(GTHOB MaTepHa.T[OBClIeHH}I

00pa3oBaTenbHOS YUPE:K ISHUE BBICIIEr0 00pa3oBaHU Ci6 P - 5
«ToNBATTUHCKHHA TOCYJAPCTBEHHBIN YHHBEPCUTET» HOUPCKOTO OTACIICHHA I"OCCHHCKOM

(TTY) akagemuu Hayk (M®IIM CO PAH)
OKIIO 55914968 Benopycckas yiL., 14, r. TonearTy,
OT'PH 1036300997567 Camapckas o6, 445020
WHH 6320013673 Tenedonrr: (8432) 44-94-44, 44-94-24
KIIII 632401001 daxc (8482) 37-85-89 IIpencemaTento IuCCePTALOHHOTO
E-mail; office@tlisu.ru coseta 24.1.135.01 ua 6aze UOIIM
http://www.tltsu.ru CO PAH
2
150808 n O775 36 1.17.H. Kony6aeBy EBrenuso
Ha Ne oT AJleKCaHIpPOBUYY

I'myGoxoypaxaemsiit EBrenuit Anexcanaposuy!

QefepalbHOE TOCYNAPCTBEHHOE OIOMKETHOE 00pa3oBaTeNBHOE YUpEKICHHE
BBICIIETO 0OpasoBaHusA « TONBATTUHCKNUM rocyaapcTBeHHEI yHuBepcute» (PTBOY BO
«TI'V») cornaceH BBICTYIIUTH BEAyLIeH OpraHu3aiueif mo auccepranuu JIlyruHWHA
Huxuter AmngpeeBuua nHa TeMmy «lIpaMeHeHHe MHTEHCHBHOH MJIaCTHYeCKOH
nepopManuy H HAHEeCeHHS NMOKPBITHH A pa3paGoTKH MArHHEBHIX CIUIABOB ¢
NOBbIIEHHBIMHA MeXaHHYECKHMH, KOPPO3HOHHBIMHU CBOMCTBAMH H YCTOHYHBOCTHIO
K KOPPO3HOHHOMY pACTPeCKHBAHHIO IO HANPSKEHHEM», IPEICTABICHHOW B
miccepTalloHHEBINR coBeT 24.1.135.01 Ha comckaHue YYeHOW CTENEHM KaHIUIaTa
TEXHUYECKUX HaYK I10 crenuanbHocTH 2.6.1. MerayuioBeienue u TepMudeckas 06paboTka

METaJIJIOB H CIIABOB.

HpKHO)KCHI/ICZ CBCICHHA O Beﬂymeﬁ OpraHu3aIyH.

Pexrop TT'Y,
I.0.-M.H., mpodeccop

/ M.M. Kpunrran



Ceenennst 0 BeAymeH opranuzanuu
1o auccepranun Jlyruanaa Hukuter AnnpeeBrya Ha TeMy
«I[IpuMeHeHre HHTEHCHBHOMN IIACTHYECKOH NedopMalui U HaHECEHUS MOKPBITHH AT pa3paboTKi
MarHMeBbIX CMIABOB C IOBBIIICHHBIMYA MEXaHUIECKHIMHU, KOPPO3HOHHBIMY CBOUCTBAMH 1
YCTOHYMBOCTBIO K KOPPO3HMOHHOMY PAaCTPECKHUBAHUIO IO HAPSKEHUEM», TIPEICTABICHHOM Ha
COMCKaHHE YUECHOH CTENEHH KaHIUuaTa TEXHHIECKUX HayK 110 CenuaIbHocTH 2.6.1.
MertannoBenenue u TepMuteckas 00paboTka METaIIOB H CILIABOB.

1 [Tonnoe HauMeHOBaHKe opragm3auy | DexepadbHOEe TOCYAapCTBEHHOE OHOJIKETHOE
obpa3oBaTenLHOe yUpeKIeHue BBICIIETO
obpazoBanus «TonpgTTHHCKMIH
rOCYIAPCTBEHHEIH YHUBEPCHTET)

2 CoxkpatieHHOE HauMeHoBauue | TT'Y

OpraHu3aIHiy

3 BenoMmcTBeHHAS MPHHAJIEKHOCTE MHHHCTEPCTBO HAYKH H BBICIIET0 00pa3oBaHHA
Poccniickoit Meneparnuu

4 MecTo Hax0XIeHAT r. TonesarTu

5 [Toutopbni ampec opranusamuu ¢ | 445020, Poccwms, Tonestry, yin. bemopycekas, 14

yKa3aHHEM HHIEKCA
6 Tenedon ¢ ykazagueM KojJa ropoja +7 (8482) 44-94-24

7 AJipec 31eKTpOHHOMN OYTHI office@tltsu.ru
8 Anpec opummaneHOro caffita B certu | https:/www.tltsu.ru/

«HMHTepHET»
9 PykoBojuTens opraHu3sanmu Kpumrran Muxaun Muxaidnosud
10 | JomxHOCTh Pexrop, I7IaBHEI HAYIHBIH COTPYIHHK
Ll VYueHas CTeneHb JOKTOP (PU3HKO-MaTEeMaTHIECKHX HAYK
12 VY4yeHoe 3BaHHE npodeccop

Crnacoxk  ocHOBHBIX myOankauuii paGoTHMKOB Bedymleldl OPraHM3alHH IO  TeMe
AHCCEPTANMOHHOH Pa00THI B pelleH3UPYeMbIX HAYYHBIX H3JAHHAX 32 OCIeIHHAE 5 eT

(ne Goaee 15 myb6HKanmii)

Merson E.D., Poluyanov V.A., Myagkikh P.N., Merson D.L., Vinogradov A. Kinetics, stages and
re modes of stress-corrosion cracking in ZK60 and AZ31 alloys // Mater Lett. 2023. Vol. 334. P.
2.
| Merson E., Poluyanov V., Myagkikh P., Merson D., Vinogradov A. Effect of Air Storage on Stress
sion Cracking of ZK60 Alloy Induced by Preliminary Immersion in NaCl-Based Corrosion Solution
erials. 2022. Vol. 15, Ne 21. P. 7862.

Rastegaev LA, Khrustalev A.K., Merson D.L., Rastegaeva .1, Murav’eva O. V.,Murav’ev V. V.,
kin A.L. Influence of Secondary Phase on Elastic and Acoustic Characteristics of Magnesium Alloys
Mg—Zn—Y~Gd System // Russian Journal of Non-Ferrous Metals. 2024. Vol. 65, Ne 4. P. 185-198.

Linderov M., Brilevsky A., Merson D., Danyuk A., Vinogradov A. On the Corrosion Fatigue of
esium Alloys Aimed at Biomedical Applications: New Insights from the Influence of Testing
ency and Surface Modification of the Alloy ZK60 // Materials. 2022. Vol. 15, Ne 2. P. 567.

Merson E.D., Poluyanov V.A., Myagkikh P.N., Bunev A.S., Merson D.L., Vinogradov A.
ving Corrosion and Stress Corrosion Cracking Performance of Machined Biodegradable Alloy
by HF-Treatment // Metals (Basel). 2023. Vol. 13, Ne 10. P. 1660.

Merson E., Poluyanov V., Myagkikh P., Merson D., Vinogradov A. Inhibiting stress corrosion
hg by removing corrosion products from the Mg-Zn-Zr alloy pre-exposed to corrosion solutions //
Mater. 2021. Vol. 205. P. 116570.

Myagkikh P.N., Merson E.D., Poluyanov V.A., Merson D.L. The Emergence and Propagation of
m Corrosion on the Surface of ZX10 Alloy under the Influence of Chlorides // Russian Journal of
errous Metals. 2024, Vol. 65, No 2, P. 81-87. :

Merson D., Linderov M., Brilevsky A., Danyuk A., Vinogradov A. Monitoring Dynamic
stallisation in Bioresorbable Alloy Mg-1Zn-0.2Ca by Means of an In Situ Acoustic Fmission
ique // Materials. 2022. Vol. 15, Ne 1. P. 328.




Vinogradov A., Merson E., Myagkikh P., Linderov M., Brilevsky A., Merson D. Attaining High
onal Performance in Biodegradable Mg-Alloys: An Overview of Challenges and Prospects for the
1-Ca System // Materials. 2023. Vol. 16, Ne 3. P. 1324,

Merson E.D., Poluyanov V.A., Myagkikh P.N., Sergeev A.A., Merson D.L. Relationship between
iropy of Corrosion Properties of Extruded Alloys AZ31 and ZK60 with Crystallographic Texture
pblume Distribution of Second Phase Particles / Russian Journal of Non-Ferrous Metals. 2024. Vol.
1. P. 1-10.

Merson E., Poluyanov V., Myagkikh P., Merson D., Vinogradov A. On the role of pre-exposure
nd corrosion products in stress-corrosion cracking of ZK60 and AZ31 magnesium alloys // Materials
e and Engineering: A. 2021. Vol. 806. P. 140876.

Merson E.D., Poluyanov V.A., Myagkikh P.N., Merson D.L. Application of the Acoustic Emission
ique for Studying Kinetics of Corrosion Processes in the ZK60 Magnesium Alloy // Russian Journal
1-Ferrous Metals. 2024. Vol. 65, Ne 3. P. 142-150.

Merson E., Poluyanov V., Myagkikh P., Merson D., Vinogradov A. Effect of strain rate and
ion products on pre-exposure stress corrosion cracking in the ZK60 magnesium alloy // Materials
e and Engineering: A. 2022. Vol. 830. P. 142304.

Merson D., Brilevsky A., Myagkikh P., Tarkova A., Prokhorikhin A., Kretov E., Frolova T.,

radov A. The Functional Properties of Mg—Zn—X Biodegradable Magnesium Alloys // Materials.

Vol. 13, Ne 3. P. 544. )

Pextop TT'Y,
I.(.-M.H., mpodeccop M.M. Kpuinran



